
APPLICANT: 丽达贸易有限公司
104台北市中山区中山北路二段39巷6号3楼之13F-1
LEADER FASHION TEXTILE CO.,LTD
NO.6,Lane 39,Sec.2,Zhongshan N.Rd.,Taipei 104,Taiwan(R.O.C)
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FEATHER AND DOWN SPECIE

羽绒种类

M

CONTENT OF THE COLORED FEATHER AND DOWN

异色毛绒含量

M

DATE RECEIVED/DATE TEST STARTED: 2014-10-10 17:29

样品受理/测试开始日期: 2014-10-10 17:29

HL14453水洗白绒（2011标）羽绒包      200g

羽绒种类：白鸭绒 含绒量：90%

生产单位  MANUFACTURE'S NAME: 合隆企业(深圳)有限公司/HOP LION FEATHER WORKS(SHENZHEN)CORP

------------------------------

AUTHORIZED SIGNATORY(签发):

Wen Feng SENIOR ENGINEER
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Wenli Liu SENIOR ENGINEER
PAGE 1 of 4

冯文 高级工程师 刘文莉 高级工程师

TEST REPORT

No:140321142 DATE:2014-10-15

VERIFICATION CODE：JAEW-2648-04

VERIFICATION WEBSITE: WWW.GTT.NET.CN



NOTE：“M”-MEET CLIENT'S REQUIREMENT  “F”-BELOW CLIENT'S REQUIREMENT   
      “---”-NO COMMENT  “N”-HALF GRADE LOW  “L”-ONE GRADE LOW   
备注：“M” -符合客户要求  “F” -不符合客户要求   
     “---” -此项目不判定   “N” -低半级   “L”-低一级

REMARK:
IN THIS REPORT,THE SAMPLES ARE TESTED UNDER PRESCRIBED ENVIRONMENTAL CONDITIONS IN THE CORRESPONDING STANDARDS,
UNLESS OTHERWISE NOTED.  
本报告中检测项目均在相应标准规定的环境条件下进行（有注明的除外）。  
COPIES OF THE REPORT ARE VALID ONLY RE-STAMPED.  
复印件、副本未重新加盖报告书确认章无效。
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TURBIDITY
清洁度

(GB/T 14272-2011,ANNEX 附录 C)
                                            REQUIREMENT 要求
                        ＞1000mm            ≥450mm
                                            (GB/T 14272-2011)

OXYGEN INDEX NUMBER
耗氧量

(GB/T 14272-2011,ANNEX 附录 C)
                                            REQUIREMENT 要求
                        2.4mg/100g          ≤10.0mg/100g
                                            (GB/T 14272-2011)

FAT AND OIL CONTENT
残脂率

(GB/T 14272-2011,ANNEX 附录 C)
                                            REQUIREMENT 要求
                        0.7%                ≤1.3%
                                            (GB/T 14272-2011)

SALMONELLA
沙门氏菌

(GB/T 14272-2011,ANNEX 附录 C)
                                            REQUIREMENT 要求
                        NOT DETECTED 未检出 MUST NOT BE DETECTED IN 20g
                                            20g中不得检出
                                            (GB/T 14272-2011)

FAECAL STREPTOCOCCI
粪链球菌

(GB/T 14272-2011,ANNEX 附录 C)
                                            REQUIREMENT 要求
                        NOT DETECTED 未检出 ＜10CFU/g
                                            (GB/T 14272-2011)

MESOPHILIC AEROBIC BACTERIA CONTENT
嗜温性需氧菌

(GB/T 14272-2011,ANNEX 附录 C)
                                            REQUIREMENT 要求
                        9.3×10CFU/g      ＜10CFU/g
                                            (GB/T 14272-2011)

SULPHITE-REDUCING CLOSTRIDIUM
亚硫酸还原梭状芽孢杆菌

(GB/T 14272-2011,ANNEX 附录 C)
                                            REQUIREMENT 要求
                        NOT DETECTED 未检出 ＜10CFU/g
                                            (GB/T 14272-2011)

FEATHER AND DOWN SPECIE
羽绒种类

(GB/T 14272-2011 APPENDIX 附录 C,F)
                                            REQUIREMENT 要求
WHITE DUCK DOWN 白鸭绒                      WHITE DUCK DOWN 白鸭绒
                                            (GB/T 14272-2011)
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CONTENT OF THE COLORED FEATHER AND DOWN
异色毛绒含量

(GB/T 14272-2011 APPENDIX 附录 C)
                                            REQUIREMENT 要求
                        0.0%                ≤1.0%
                                            (GB/T 14272-2011)

CONTENT OF DOWN AND DOWN FIBRE
含绒量

(GB/T 14272-2011 APPENDIX 附录 C)
                                            REQUIREMENT 要求
                        88.2%               90% -3.0%
                                            (GB/T 14272-2011)

DOWN CONTENT
绒子含量

(GB/T 14272-2011 APPENDIX 附录 C)
                                            REQUIREMENT 要求
                        84.3%               ≥81.0%
                                            (GB/T 14272-2011)

FILLING POWER
蓬松度

(GB/T 14272-2011,ANNEX 附录 C)
                                            REQUIREMENT 要求
                        19.6cm              ≥14.0cm
                                            (GB/T 14272-2011)

ODOR
气味

(GB/T 14272-2011,ANNEX 附录 C)
                                            REQUIREMENT 要求
                        2 GRADE 级          ≤2 GRADE 级
                                            (GB/T 14272-2011)
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